Joining Methods

M Soldering
— UC-Davis Method ijﬁ
* D. Ferenc Talk JUly 2009 Au[m‘m}
Auln, formed

In (5 pm) _,,-
Cr{&l}nm]-f"";'

— ANL

A

Argonne "™

* 50/50 Indium Tin alloy MP= 130 C

D. Walters -

ENDPLATE
(GLASS)

TUEE BODY
(GLASS)

ober 2009




